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CHEMICAL LABORATORY
TEST REPORT
Sample not Drawn bry 5GS Pakistan (PL.) Lid.
Job Mo Minlab - 36199 / 2011
Client Name & Address : GSP PAKISTAN
Description OF Sample : Copper Ore (A Stated)
Marking (If Any) 1 SK-03/11 (As Stated) Mo. Of Samples: 01
Sample Condition Upon Receipt:  Satisfactory & Unsealed Date 20-06-2011
Environmental Conditians: Temperature:  NA Humidity: na
Sr# Parmmaters Mathod Ldi | unit Test Results
01 | Gomper {Cu) In-Housa (A4S Flame) 0D | % 4560
02 | Gald () n-House (A4S Flame) 00.02 | ppm Y
o1 Mkl (N} Tn-House (AAS Flame) 0.001 % 006
04| Molybdenum (o) In-House (A4S Flame) oo | % -
Remaris: Lal Means,. . Lowes: Cietection liri: *+Result will follow soon.
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